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The two-stage switch-on dynamics of a nematic pi-cell are explored in detail using a convergent
beam fully-leaky guided mode technique. The cell shows an initial switch-on with a time scale in
the range several ms to tens of mssdepending on drive voltaged from the symmetrical H state to a
new and semistable H state. It then slowly changessover several hundred msd to the final stable
asymmetrical H state. ©2005 American Institute of Physics. fDOI: 10.1063/1.1806544g

Nematic liquid crystals form the basis of the majority of
flat screen displays. Much interest has focused on pi-cells,1–3

in which the director has parallel surface tilts, with liquid
crystals of positive dielectric anisotropy. There are three dif-
ferent director states in such cells, a horizontal state, or H
state, a twisted vertical state, or T state and a planar vertical
state or V state, depending upon the surface tilts and the
elastic constants of the material. Under application of an
electric field, there are possible transitions between the dif-
ferent states which have been considered in device
applications.3–5

There exists a very well-accepted theory concerning
flow and dynamic effects in nematic liquid crystals which
was developed by Ericksen6,7 and Leslie.8 in the 1960’s, and
later simplified by Berreman and van Doorn.9,10 However,
there are only a few detailed experimental confirmations of
many of its predictions. Some simple experiments11,12 have
confirmed the theoretically predicted “backflow” in a twisted
nematic cell during switch-off by recording an optical
“bounce” effect in transmission. However almost all experi-
ments have been based on transmission or reflection obser-
vations during switching and as such the optical signal from
the liquid crystal cell is an integrated response. Only re-
cently, by using a convergent beam optical guided wave
technique13,14 has the switching process15,16 in a twisted
nematic cell been studied in detail providing convincing de-
tailed evidence of the validity of the Ericksen–Leslie theory.
In this present study, a convergent beam system is used to
investigate the switch-on dynamics of a pi-cell, finding a
two-stage switching process.

The cell is comprised of two low index glass platessn
=1.5170 at 632.8 nmd, each coated inside by a thin
s,50 nmd layer of indium tin oxidesITOd, on top of which
are surface aligning layers of rubbed polyimide. The rubbing
directions are parallel and the plates are spaced by 5.0mm
beads. A monodomain is obtained by filling the cell with
liquid-crystal E7sMerckd in the isotropic phase and slowly
cooling to room temperature.

This cell is inserted between the two glass hemispheres,
optical contact being achieved with matching fluid all having
the same index as the glass substrates. This complete assem-
bly is placed so that the center of the sample is at the focus of
a monochromatic light beamssee Fig. 1d. The light beam is
collimated into a less-coherent parallel beam of diameter

about 5 cm by using one rotating and one fixed diffuser and
a beam expander. This beam passes through a polarizer, a
horizontal slit aperture, and a pair of converging lenses, be-
ing focused to a spot at the center of the cell to be studied.
Both reflectivity and transmissivity signals from the cell are
recorded, through a second polarizer, by a charge coupled
device camerasDALSAd.

To obtain data most sensitive to the director profile in the
cell, it is set such that the rubbing direction at the surface has
an angle of about 45° with the incident plane. In addition,
because the angular region of the fully-leaky guided modes
which is most sensitive to the director alignment is in the
high in-plane wave vector area, the sample is arranged such
that the angle between the central axis of the convergent
beam and the cell normal is 70°. Choice of input polarizer
sp, transverse magnetic, ors, transverse electricd and output
polarizer allows a variety of angle dependent signals to be
recorded. Data are fully analyzed for the static guided mode
data at 0 V, 2.8 V, and 4.7 Vfroot-mean-squares10 kHzd
voltagesg, and also for the dynamic switch-on data for 2.8 V
and 4.7 V. Figure 2 shows how one of the signals,Tss, varies
with time after switch-on of 4.7 V.

It is apparent that in this dynamic process there are two
quite different steps, first there is a relatively rapid change to
a nearly unchanging semistable state. This state remains for a
long time slowly relaxing to a different final state. The fast
switch-on time of the first step is about 22 ms for 2.8 V and
7 ms for 4.7 VsFig. 2d, while the time over which the cell
remains in the semistable state is about 200 ms for 2.8 V and
300 ms for 4.7 V applied fields. The cell reaches its final
state after about 500 ms for 2.8 V and 750 ms for 4.7 V.

Using multilayer optical theory17 to fit the reflection and
transmission data, the full director profile in the cell is ob-
tained at many time stepss,1000 sets of angle dependent
data recordedd during the switch-on. From the data taken

adElectronic mail: j.r.sambles@exeter.ac.uk FIG. 1. Schematic of the convergent beam system.
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with no applied field, the optical parameters of the different
layers in the cell at 632.8 nm are first found to be as follows.
The ITO layers have a thickness of 50 nm with an optical
permittivity of «=3.900+i0.15; while the polyimide layers
have anisotropic optical permittivities«o=2.350+i0.001,«e
=2.800+i0.001 with a thickness of 25.0 nm. The optical per-
mittivities of the liquid crystal, E7, are«o=2.309+i0.0001,
«e=2.998+i0.0001 with the thickness of the liquid-crystal
layer being 4.328mm. There is no director twist through the
cell which provides surface tilts of 9.0° on one surface and
-9.0° on the other. One of the fitted data sets,Tss, and the
director profile which provides a model fit to this data are
shown in Fig. 3sad. This original state is a symmetrical H
state. A long time after the ac voltage has been applied the
director structure in the cell is substantially altered. Based on
the Frank–Oseen elasticity theory model, director profiles to
fit the final static data taken at 2.8 V and 4.7 V are also
found fshown in Fig. 3sbd for 4.7 Vg. It is obvious that the
long time static state in the applied field is an asymmetrical
H state, where the director in the cell center has a large tilt.
From these fits, the elastic constants of the liquid crystalline

material are found to beK11=1.11310−11N and K33=1.71
310−11N, with dielectric permittivities are«i=19.0 and«'

=5.2. These values agree well with those supplied by Merck.
Next we turn to the switch-on dynamics in the pi-cell.

By using a modeling programsDIMOSd based on the
approximation9,10 to the Ericksen–Leslie hydrodynamic
theory,6–8 a fit is obtained to the data taken in the semistable
state. All the physical and structural parameters of the cell
are set from the preceding fits to the static data, and the
viscosity coefficients are taken from manufacturer’s data-
base. From the modeling, it is found that the semistable state
is a symmetrical H state. The director profile is shown in
figure Fig. 3scd. The director in the cell center is parallel to
the cell surface, the largest director tilts occurring near to
both sides of the cell. Further there is no director twist
through the cell. The largest director tilts found in the cell for
applied voltages of 4.7 V and 2.8 V are 72.64° and 44.12°,
respectively.

Further modeling of the director tilt profiles during the
switch-on process is conducted using theDIMOS modeling
package. The results of this modeling are shown in Fig. 4,
which clearly shows the two steps switch process. This also
confirms that the experiment results are in very good agree-
ment with the Ericksen–Leslie theory.

Energy analysis may be used to explain this dynamic
transition. In a liquid-crystal cell, under an applied electric
field E the free energy density is given by

F =
fsud
2

Sdu

dz
D2

+
gsud

2
Sdf

dz
D2

+
D ·E

8p
, s1d

where

fsud = k11 cos2u + k33sin2 u

FIG. 2. The dynamic data ofTss after switch-on of 4.7 V.

FIG. 3. The experimental dataTss scrossesd with the theoretical fitssolid
lined and the director tilt profile forsad no applied voltage andsbd after a
long times.1 sd at 4.7 V, andscd in the semistable states,4 msd at 4.7 V.

FIG. 4. Dynamic director tilt profile at 4 ms time intervals during switch-on
to sad 2.8 V andsbd 4.7 V.
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gsud = sk22 cos2u + k33 sin2udcos2u,

u andf are the director tiltsmeasured from the cell surfaced
and director twist, respectively,D is the electric displace-
ment. Minimizing gives the equilibrium equation. By using
the boundary layer model proposed by Chenget al.,18 at high
fields the director distortion tends to concentrate in thin lay-
ers with most of the cell having the director aligned parallel
to the field. The two surfaces as largely decoupled, each
surface layer has in effect a semi-infinite layer adjacent to it.
Supposingf= constant with the boundary conditionsu
=p /2, du /dz=0 at z=` then the equilibrium equation19 in
this boundary layer approximation is

du

dz
=

±s«i/«'d1/2cosu

js1 + g sin2ud1/2s1 + k sin2ud1/2, s2d

where

j = S«i

D
DS4pk11

D«
D1/2

and

g =
«i − «'

«'

, k =
k33 − k11

k11
.

Thus, the total energy per unit area, including the elastic
energy and excess of dielectric energy, for each semi-infinite
boundary layer is

Esu0,u`d = Sk11

j
DS «u

«'

D1/2E
u0

u` cosus1 + k sin2ud1/2du

s1 + g sin2ud1/2

=Sk11

j
Dqsu0,u`d, s3d

whereu` is the value ofu for z@j.
In the asymmetric H state, there are three boundary lay-

ers and the total energy per unit area is

EA = Esu01,p/2d + Es0,p/2d + Es0,u02d, s4d

according to Eq.s3d. Hereu01 andu02 are the director tilts on
the lower and the upper cell surfaces, respectively. By con-
trast, in the symmetric H state there are four boundary layers
fFig. 5sadg, and the total energy per unit area is

ES= Esu01,p/2d + 2Es0,p/2d + Esu02,p/2d,

=Esu01,p/2d + Es0,p/2d + Es0,u02d + 2Esu02,p/2d,

=EA + 2Esu02,p/2d. s5d

So, the asymmetric H state has a lower energy than the sym-
metric H state on the basis of this simple model. From this, it
is relatively straightforward to explain the experimental re-
sults. At the beginning of the switch-on, due to the original
symmetric state, the director structure switches rapidly to a
symmetric state. It stays in this semistable state for quite a
long time there being only distantsand balancedd forces from
both walls trying to drive it asymmetric. Ultimately the di-
rector gradually transfers to a lower-energy stable state, an
asymmetric state. It is generally observed that such pi-cells
show multidomains because of this formation of two ener-
getically degenerate asymmetric states. However, it is be-
lieved that with the rather high surface pretilt of about 9°, the
present cell type does not suffer from this problem, forming
instead large monodomains of just one asymmetric state.

In conclusion, using the convergent beam fully-leaky
guided mode technique, it has been possible to examine in
detail the director switch-on process of a nematic pi-cell. The
approximation of Berreman and van Doorn of the Ericksen–
Leslie theory of the flow of the director profile in the cell
agrees very well with the experimental data. There exists a
fast switching process from an original symmetric H state to
another symmetric but semistable H state under the applica-
tion of an electric field. This state may be useful in device
applications for it is only after a substantial length of time
that it relaxes to the final stable asymmetric H state. The final
state, reached after some hundreds of milliseconds, is a
single asymmetric state with there being no visible break up
of the cell into the two possible types of asymmetric domain
often found in such cells.
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FIG. 5. The boundary layer models insad the symmetric H state andsbd the
asymmetric H state under an applied field.
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