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We examine the formation of local moments in Heusler alloys of the composition Co2MnZ �where Z=Si or
Al� using the combined techniques of x-ray magnetic circular and linear dichroism. The existence of local
moments in half-metallic Heusler alloys is reliant upon the band gap in the minority-spin states. By utilizing
the element-specific nature of x-ray absorption techniques we are able to explore the degree of localization of
moments on Co and Mn atoms. We observe a crucial difference in the localization of the Co moment when
comparing Co2MnSi �CMS� and Co2MnAl films that is consistent with the predicted larger minority-spin gap
in the Co partial density of states for CMS. These results provide important evidence for the dominant role of
the Co minority-spin states in realizing half-metallic ferromagnetism in this system.

DOI: 10.1103/PhysRevB.78.184438 PACS number�s�: 75.70.�i, 78.70.Dm, 72.25.�b, 75.47.�m

I. INTRODUCTION

Half-metallic ferromagnetism �HMF� is observed in ma-
terials where the majority-spin states have metallic character
while the minority-spin band contains an energy gap at the
Fermi level.1 This unique property leads in principle to 100%
spin-polarization making these materials extremely attractive
contenders for spintronic applications. A great deal of theo-
retical effort has been applied to understand the origin of
band gaps in half-metallic ferromagnets such as the full Heu-
sler alloys Co2MnZ �where Z=Si, Al, Ge, Sn, or Ga�. The
band gap in the minority-spin states is thought to arise from
the hybridization of Co and Mn d orbitals.2–4 The overall gap
is determined by the Co-Co interaction while the “effective”
gap in the Mn partial density of states �PDOS� is much larger
as a result of the Co-Co-Mn hybridization. Typically, experi-
mental results on these materials provide indirect evidence
for half-metallic ferromagnetism �HMF� through the obser-
vation of large tunneling magnetoresistance �TMR�.5–7 Thus
a systematic study of the band gap in the PDOS for the
different elements in these alloys is asked for. Although sur-
face science techniques, such as spin-resolved photoemis-
sion, can directly probe the spin polarization at a half-metal
surface, they cannot be used to access the crucial interface
region of half-metal and barrier layer �typically alumina or
MgO� which is responsible for the TMR.

Kübler et al.8 pointed out that a local exclusion of minor-
ity spin around Mn atoms in Heusler alloys leads to the
formation of so-called “ideal” local moments. The existence
of these local moments is reliant upon the band gap in the
minority-spin states, i.e., the half-metallic character of the
system. X-ray magnetic dichroism techniques could be a
powerful tool for studying such systems due to their element-
specific sensitivity to the localization of magnetic moments.

Previously it has been shown that the existence of local mo-
ments gives rise to a very pronounced multiplet structure
visible in the x-ray magnetic circular dichroism �XMCD�
spectra.9,10 In addition, the x-ray magnetic linear dichroism
�XMLD� effect is found to be several times larger in a local
moment system than in an itinerant system.11,12

In this work we performed both XMCD and XMLD mea-
surements on Heusler alloys of the form Co2MnSi �CMS�
and Co2MnAl �CMA�. By utilizing the element-specific na-
ture of the techniques we were able to separately explore the
degree of localization of moments on Co and Mn atoms in
the alloy. Differences in the degree of localization of the
moments in CMS and CMA films are discussed with respect
to calculations of the PDOS for these two systems. We show
that the Co moment has more itinerant character in the CMA
sample than in the CMS film, suggesting a smaller gap in the
Co minority-spin band for CMA. These results are consistent
with the measured weaker spin polarization in the CMA
films compared to CMS.6 This demonstrates the predicted
dominant role of the Co-Co interaction on the overall
minority-spin gap and hence HMF.

II. EXPERIMENT

Epitaxial �001� orientated CMS and CMA layers were
prepared on Cr-buffered MgO�001� substrates at ambient
temperature using inductively coupled plasma �ICP� assisted
magnetron sputtering. A composition-adjusted sputtering tar-
get �43.7% Co, 27.95% Mn, and 28.35% Si� was used to
achieve stoichiometric CMS films, and a Co-Mn-Al �43.7%
Co, 27.95% Mn, and 28.35% Al� composition-adjusted target
was used for the CMA films. The alloy layers were subse-
quently in situ annealed in order to provide optimum site
ordering with either the L21 structure �CMS films� or B2
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structure �CMA films�. Following annealing, a 1.3 nm Al
capping layer was deposited to prevent oxidation. The crystal
structure of the prepared Heusler alloy thin films was verified
by x-ray diffraction with in-plane and out-of-plane geom-
etries. Full details of the sample characterization can be
found elsewhere.6

X-ray absorption �XA� spectroscopy and XMCD mea-
surements were performed at the Advanced Light Source on
beamlines 6.3.1 and 4.0.2 using circularly polarized soft
x-rays. The XA spectra were collected using the total elec-
tron yield �TEY� method of detection. This method is effec-
tive for obtaining interface-specific measurements for Heu-
sler films which can be different to the bulk properties.13 The
sample was inclined at an angle of 30° to the x-ray beam and
the data collected at fixed photon helicity by reversing a
magnetic field of 500 Oe along the x-ray beam, for each
photon energy point in the scan �Fig. 1�a��.

The XMLD measurements were obtained on beamline
4.0.2 using an eight-pole electromagnet.14 The XA was mea-
sured in TEY from the �001� sample aligned with the x-ray
polarization vector along the in-plane �100� film axis as
shown in Fig. 1�b�. At each point in the scan the magnetic
field was applied parallel and then perpendicular to the po-
larization vector, i.e., along �010�. In order to improve the
electron yield signal, the magnetic field was canted slightly
out of the sample surface. However, this does not affect the
XMLD measurement as the surface normal represents a hard
magnetic axis in these samples. The measurement was then
repeated with the polarization vector rotated by 90° to lie
along the �010� sample axis. Since the Heusler films studied
here have a cubic structure, the XMLD spectra obtained by
rotation of either the x-ray polarization vector, or the mag-
netization direction, should be the same.12 Therefore the final
XMLD spectrum was obtained by averaging these two di-
chroism spectra in order to remove any nondichroic artifacts.
The sample was then rotated by 45° so that the polarization

vector was parallel to the �110� or �11̄0� axes, as illustrated
in Fig. 1�c�, and the XMLD obtained as above.

III. RESULTS AND DISCUSSION

The XMCD measured across the Co L2,3 absorption edge
for the CMS and CMA film is shown in Fig. 2�a�, together
with that obtained from a Co reference film capped with Al.
The multiplet structure in the CMS film can be clearly seen
and is similar to that observed previously for this
material.15,16 The observation of this multiplet structure is
indicative of a degree of localized character to the Co mo-

ment and originates from 2p-3d and 3d-3d Coulomb and
electrostatic interactions.17 In contrast, the spectrum obtained
from the CMA film more closely resembles the Co/Al refer-
ence film. The corresponding XMCD spectra measured
around the Mn L2,3 are shown in Fig. 2�b�. Again a clear
multiplet structure can be seen in the XMCD from the CMS
film and is similar to spectra obtained from a range of Heu-
sler alloys containing Mn.15,16,18–21 However, unlike the Co
XMCD there is evidence of multiplet structure in the Mn
XMCD from the CMA film �note the feature at the L2 ab-
sorption edge�, although of weaker intensity than for the
CMS film.

These results suggest that while the Co moment has more
itinerant character in the CMA film, the Mn moment has a
degree of localization for both materials. The reason for this
difference can be understood by considering the partial den-

FIG. 1. �Color online� Schematics showing the various geom-
etries used for the measurements �a� XMCD, ��b� and �c�� XMLD
along the �100� and �110� crystal axes.

FIG. 2. �Color online� XMCD measured across �a� Co L2,3 and
�b� Mn L2,3 absorption edges. In �a� the spectra from the Co2MnSi
and Co2MnAl films are compared to a Co/Al reference sample. In
�b� the Mn spectra obtained for CMS �solid black line� and CMA
�thin red line� are overlaid. The arrows indicate positions of specific
multiplet structure. The inset shows an enlargement with the CMS
and CMA spectra offset vertically for clarity.
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sity of states. For CMS films, the Fermi level lies in the
middle of the overall minority-spin gap such that there is an
absence of minority-spin DOS for both Co and Mn atoms.
This can be seen in the calculated PDOS for the CMS film in
the L21 structure, as shown in Fig. 3�a�.6 Hence the exclusion
of minority spin should occur around both Co and Mn atoms
leading to local moment formation on both sites, in agree-
ment with the XMCD from this film. The calculated PDOS
for the CMA film in the B2 structure is shown in Fig. 3�b�.6
In this case the Fermi level is positioned close to the edge of
the overall gap. Since the Co band gap is narrower than the
Mn gap, this leads to a finite minority-spin Co DOS at the
Fermi level, as seen in the inset to Fig. 3�b�. The Mn
minority-spin DOS is closer to zero at EF resulting in Mn
moments with more local character. However even for the
Mn sites, the minority-spin gap in CMA is less well defined
than in CMS. This would explain the weaker multiplet fea-
tures in the Mn XMCD from the CMA sample, owing to a
reduced localization of the Mn moment. It should also be
noted that although CMA in the B2 structure is discussed
here, calculations of the PDOS for L21 ordered CMA yield a
similar weak minority-spin gap,6 in contrast to the results
calculated for CMS films.

Previous authors have suggested that the fine structure in
the Co and Mn XMCD is related to the detailed shape of the
unoccupied states in the PDOS.21 From these arguments the
more metallic appearing Co XMCD seen here for the CMA
film could be explained in terms of the broader DOS ob-
tained in the B2 structure as opposed to the L21 structure of

CMS films �Fig. 3�.15,21 However there are two principal
objections to these arguments: �i� calculations of the XMCD
spectra based purely on band-structure considerations do not
accurately reproduce the fine structure in the Co XMCD
�Ref. 21�; and �ii� the PDOS calculated for both Co and Mn
unoccupied states are broader for the B2 ordered CMA film
than for the L21 CMS film, and yet the width of the main
XMCD peaks and fine-structure features are comparable for
the two Mn XMCD spectra shown in Fig. 2�b�.

The XMCD spectra obtained across the Co and Mn L2,3
absorption edges are compared to atomic multiplet calcula-
tions in Fig. 4. The theoretical spectra were obtained using
atomic multiplet calculations following the method described
in Ref. 22. The L2,3 XA spectra were obtained from the
electric-dipole allowed transitions between the ground state
3dn and the final-state 2p53dn+1 configurations. The octahe-
dral crystal field was 10Dq=1.0 eV and the tetrahedral crys-
tal field was −0.5 and −0.6 eV, for Mn and Co, respectively.
The calculated results were broadened by a Lorentzian of
�=0.1 �0.3� eV for the L3 �L2� edge to account for intrinsic

FIG. 3. �Color online� The calculated partial density of states for
Co, Mn, and Al/Si in the �a� Co2MnSi L21 structure and the �b�
Co2MnAl B2 structure. The insets show an enlargement of the
PDOS around the Fermi level for each structure.

FIG. 4. �a� XMCD recorded across the Co L2,3 absorption edges
for Co2MnSi �top curve� and multiplet calculations for atomic
Co d7 in tetrahedral �Td� and octahedral �Oh� crystal field. �b�
XMCD recorded across the Mn L2,3 absorption edges �top curve�
and multiplet calculation for atomic Mn d5 in tetrahedral �Td� and
octahedral �Oh� crystal fields.
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linewidth broadening and a Gaussian of �=0.2 eV for the
instrumental broadening.

It can be seen from Fig. 4�a� that the Co XMCD spectrum
bears some similarity to the calculated spectra for localized
divalent Co atoms. The strong Co-Co and Co-Mn hybridiza-
tion leads to a smearing of the multiplet features in the ex-
perimental spectra compared to the calculations. This makes
direct comparisons difficult, although the calculation using a
tetrahedral crystal field appears to give a better match with
the data. This is consistent with the expected crystal symme-
try in the full Heusler alloy structure where the Co atoms are
in tetrahedral sites with respect to the first neighbor Mn at-
oms. However the second-neighbor Co-Co interactions are
also important in the full Heusler alloys, and this leads to
octahedral crystal-field splitting.2,3 The Mn XMCD spectrum
�Fig. 4�b�� shows some of the fine structure produced in the
multiplet calculation for Mn d5, most notably around the L2
absorption edge. In this case the octahedral crystal-field cal-
culation seems closer to the experimental curve. However
the features around the L3 absorption edge are not well re-
produced in the calculation for either crystal-field symmetry,
suggesting an alternative or possibly mixed-valence state
could occur for Mn in the CMS film.

The XA and XMLD spectra obtained from the CMS film
around the Mn L2,3 absorption edges are shown in Fig. 5 for
measurements obtained along the �100� and �110� directions.
It can be seen that a reasonably substantial linear dichroism
effect is obtained in this sample ��4.5%, taken as the ratio of
the maximum XMLD to the L3 absorption peak height�. Al-
though the size of the effect is not as large as that observed in
localized charge systems, such as diluted Mn2+ ions in
GaAs,11 it is still several times larger than would be antici-
pated for a metallic system. Further, the anisotropy in the
XMLD that was found in Ref. 11 is also clearly evident here
as can be seen by the changing spectral shape for measure-
ments along the two sample axes. We also note that despite
differences in the individual XMLD scans obtained here and
their counterparts in the previous paper,11 the mean spectra
are very similar.

The much larger XMLD feature at the L2 absorption edge
seen in Fig. 5 compared to the previous work11 is due to the
greater intensity of the L2 XAS peak in the CMS film com-
pared to a localized charge system �e.g., a metallic oxide�. In
fact the relative intensities of the XMLD at the L3 and L2
absorption edges are similar to those seen in metallic
systems.23,24 The corresponding XA and XMLD spectra ob-
tained around the Co L2,3 absorption edges of the CMS film
are shown in Fig. 6. A strong dichroism effect is also seen at
these absorption edges ��6%�. This effect is approximately
three times larger than in pure metallic Co films.23,24 To our
knowledge these are the first observations of an enhanced
XMLD in a half-metallic alloy, and indicate a degree of lo-
calization of the Co and Mn moments. Unlike the Mn ab-
sorption edges at the Co edges there is little apparent aniso-
tropy in the linear dichroism, resulting in a nearly vanishing
mean XMLD curve.

The XA and XMLD spectra measured at the Mn and Co
absorption edges for the CMA sample are shown in Figs. 7
and 8, respectively. Again a strong anisotropy is seen in the
Mn XMLD �Fig. 7� although the magnitude of the dichroism

is reduced by a factor of �1.8. For the Co XMLD spectra
�Fig. 8�, the reduction factor is �3.6 and a slight difference
can be seen between the �100� and �110� directions. By ap-
plying a standard sum-rule analysis25 to the measured
XMCD spectra, the ratios of the total Co and Mn atomic
moments between the CMS and CMA samples, i.e., the val-
ues of �Co

CMS /�Co
CMA and �Mn

CMS /�Mn
CMA were determined to be

�1.52 and �1.25, respectively. This calculation assumes
that the number of 3d holes and the degree of Mn 2p j
=3 /2 and j=1 /2 mixing10 are the same for both samples.
Previous theoretical calculations of these moments26 give
values for these ratios of �1.34 and �1.16, which are
smaller but in consistent proportions to the values deter-
mined here. As the XMLD intensity is proportional to the
expectation value of the atomic moment,11,12,23,24 the scaling
factor of the XMLD between the CMS and CMA samples
due purely to the measured atomic moment ratios �above�

FIG. 5. �Color online� Mn L2,3 spectra for Co2MnSi film. The
x-ray absorption �XA� spectra �top� measured along the �100� and
�110� crystal axes. The red and blue curves correspond to measure-
ments made with the magnetic field applied parallel and perpen-
dicular to the linear polarization vector. The XA spectra are normal-
ized to 1 at the L3 maximum and are displaced vertically for clarity.
The corresponding XMLD spectra obtained by subtraction of the
two XA curves for each crystal direction together with the mean of
these spectra, are shown underneath.
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would be �2 for Co and �1.5 for Mn. While this accounts
for most of the change in the Mn XMLD, it is only about
half of the change seen in the Co XMLD. The origin of the
remaining reduction in the Co XMLD must therefore be the
change in the degree of localization of the Co moment, as
suggested from the XMCD measurements.

Further evidence to support this conclusion can be found
by comparing the lineshape of the XMLD �measured along
the �100� direction� from the two Heusler samples and a
FeCo/GaAs thin-film standard sample,27 as shown in Fig. 9.
It can be seen that the spectrum from the CMA sample
closely resembles that of the metallic FeCo film, whereas the
CMS spectrum comprises sharper features. Thus it appears
that the Co moments in the CMA film are more metallic in
nature than those of the CMS sample. However, as can be
seen by comparing Fig. 8 and Fig. 6, the anisotropy in the Co
XMLD is greater in the CMA film than the CMS sample.
This could be related to the different crystal structures of the
Heusler alloys, B2 for CMA and L21 for CMS, resulting in
different crystal-field symmetries. Further to the measure-
ments presented here, it was found that the anisotropy in the
Co XMLD was even greater in a CMA sample measured in
the as-prepared �and thus least ordered� state. These results
will be presented elsewhere. The survival of the crystal-field
splitting of the empty d states depends on the Co-Co and

Co-Mn hybridization which lies at the heart of the formation
of the minority-spin gap in the full Heusler alloys. XMLD
may therefore offer a unique method for probing subtle
changes in the interatomic hybridization in Heusler alloys
via changes in the crystal-field symmetry.

IV. CONCLUSION

In summary, we have utilized x-ray magnetic circular and
linear dichroism measurements across the L2,3 absorption
edges to probe the localized character of the Co and Mn
interface moments in half-metallic Heusler films. A multiplet
fine structure was found in the XMCD curves, and an en-
hanced x-ray magnetic linear dichroism was observed in the
Co2MnSi sample for both Co and Mn absorption edges.
While these two characteristics were largely retained at the
Mn absorption edges in the Co2MnAl sample, they were both
reduced at the Co absorption edges. These measurements
suggest that although the Mn moments in both Heusler alloys
show some localized character, the Co moments are less well
localized in CMA. For the latter case the calculated PDOS
yields a larger effective minority-spin gap for Mn than for
Co states. Thus these results indicate an important connec-

FIG. 6. �Color online� Co L2,3 spectra for Co2MnSi film. Details
as for Fig. 5. FIG. 7. �Color online� Mn L2,3 spectra for Co2MnAl thin film.

Details as for Fig. 5.
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tion between the minority-spin gap and the degree of local-
ization of the Co and Mn moments. As the overall band gap
is determined by the Co PDOS, the observation of localized
Co moments by the x-ray methods used here should coincide

with the onset of half-metallic behavior. In fact, magne-
totransport measurements on these samples yielded a signifi-
cantly larger spin-polarization for the CMS film28 compared
to the CMA sample, in agreement with the results presented
here.
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