
ORE Open Research Exeter

TITLE

Dependence of anisotropy and damping on shape and aspect ratio in micron sized Ni81 Fe19
elements

AUTHORS

Barman, A.; Kruglyak, V.V.; Hicken, R.J.; et al.

JOURNAL

Journal of Applied Physics

DEPOSITED IN ORE

24 January 2013

This version available at

http://hdl.handle.net/10036/4199

COPYRIGHT AND REUSE

Open Research Exeter makes this work available in accordance with publisher policies.

A NOTE ON VERSIONS

The version presented here may differ from the published version. If citing, you are advised to consult the published version for pagination, volume/issue and date of
publication

http://hdl.handle.net/10036/4199


Dependence of anisotropy and damping on shape and aspect ratio in
micron sized Ni81Fe19 elements
A. Barman, V. V. Kruglyak, R. J. Hicken, J. Scott, A. Kundrotaite et al. 
 
Citation: J. Appl. Phys. 95, 6998 (2004); doi: 10.1063/1.1687273 
View online: http://dx.doi.org/10.1063/1.1687273 
View Table of Contents: http://jap.aip.org/resource/1/JAPIAU/v95/i11 
Published by the American Institute of Physics. 
 
Related Articles
CoFeB spin polarizer layer composition effect on magnetization and magneto-transport properties of Co/Pd-
based multilayers in pseudo-spin valve structures 
J. Appl. Phys. 113, 023909 (2013) 
Magnetostatic interactions in various magnetosome clusters 
J. Appl. Phys. 113, 023907 (2013) 
Giant negative uniaxial magnetocrystalline anisotropy of Co80Ir20 sputtered films with perfect hexagonal-close-
packed and composition-modulated atomic layer stacking 
Appl. Phys. Lett. 102, 012407 (2013) 
Mechanism of reversing the Neel domain walls in the Co nanostripes with transverse magnetic anisotropy 
Appl. Phys. Lett. 101, 252412 (2012) 
Structural and magnetic properties of biaxially textured NiFe2O4 thin films grown on c-plane sapphire 
J. Appl. Phys. 112, 123910 (2012) 
 
Additional information on J. Appl. Phys.
Journal Homepage: http://jap.aip.org/ 
Journal Information: http://jap.aip.org/about/about_the_journal 
Top downloads: http://jap.aip.org/features/most_downloaded 
Information for Authors: http://jap.aip.org/authors 

Downloaded 14 Jan 2013 to 144.173.176.73. Redistribution subject to AIP license or copyright; see http://jap.aip.org/about/rights_and_permissions

http://jap.aip.org/?ver=pdfcov
http://aipadvances.aip.org
http://jap.aip.org/search?sortby=newestdate&q=&searchzone=2&searchtype=searchin&faceted=faceted&key=AIP_ALL&possible1=A. Barman&possible1zone=author&alias=&displayid=AIP&ver=pdfcov
http://jap.aip.org/search?sortby=newestdate&q=&searchzone=2&searchtype=searchin&faceted=faceted&key=AIP_ALL&possible1=V. V. Kruglyak&possible1zone=author&alias=&displayid=AIP&ver=pdfcov
http://jap.aip.org/search?sortby=newestdate&q=&searchzone=2&searchtype=searchin&faceted=faceted&key=AIP_ALL&possible1=R. J. Hicken&possible1zone=author&alias=&displayid=AIP&ver=pdfcov
http://jap.aip.org/search?sortby=newestdate&q=&searchzone=2&searchtype=searchin&faceted=faceted&key=AIP_ALL&possible1=J. Scott&possible1zone=author&alias=&displayid=AIP&ver=pdfcov
http://jap.aip.org/search?sortby=newestdate&q=&searchzone=2&searchtype=searchin&faceted=faceted&key=AIP_ALL&possible1=A. Kundrotaite&possible1zone=author&alias=&displayid=AIP&ver=pdfcov
http://jap.aip.org/?ver=pdfcov
http://link.aip.org/link/doi/10.1063/1.1687273?ver=pdfcov
http://jap.aip.org/resource/1/JAPIAU/v95/i11?ver=pdfcov
http://www.aip.org/?ver=pdfcov
http://link.aip.org/link/doi/10.1063/1.4773336?ver=pdfcov
http://link.aip.org/link/doi/10.1063/1.4775409?ver=pdfcov
http://link.aip.org/link/doi/10.1063/1.4773998?ver=pdfcov
http://link.aip.org/link/doi/10.1063/1.4772981?ver=pdfcov
http://link.aip.org/link/doi/10.1063/1.4770366?ver=pdfcov
http://jap.aip.org/?ver=pdfcov
http://jap.aip.org/about/about_the_journal?ver=pdfcov
http://jap.aip.org/features/most_downloaded?ver=pdfcov
http://jap.aip.org/authors?ver=pdfcov


Spin Dynamics II: Damping William Rippard, Chairman

Dependence of anisotropy and damping on shape and aspect ratio
in micron sized Ni 81Fe19 elements

A. Barman, V. V. Kruglyak, and R. J. Hicken
School of Physics, University of Exeter, Stocker Road, Exeter EX4 4QL, United Kingdom

J. Scott, A. Kundrotaite, and M. Rahman
Department of Physics and Astronomy, University of Glasgow, Glasgow G12 8QQ, United Kingdom

~Presented on 8 January 2004!

We have studied magnetic anisotropy and damping in Ni81Fe19 elements of different shape and
aspect ratio by time-resolved scanning Kerr effect microscopy and micromagnetic simulations.
Square elements show a fourfold anisotropy that becomes weaker with increasing aspect ratio.
Square elements with aspect ratio,230 show an anisotropy of the apparent damping that becomes
stronger with decreasing aspect ratio. Variations in the apparent damping may be understood in
terms of dephasing of spin wave modes that leads to the appearance of fringes in time-resolved
magnetic images. ©2004 American Institute of Physics.@DOI: 10.1063/1.1687273#

Recent developments in magnetic storage technology re-
quire precessional switching to be achieved and understood
in micrometer and nanometer sized elements. A few attempts
have been made to understand the spatial uniformity of pre-
cessional switching and small amplitude magnetization
dynamics.1–4 These revealed that nonuniform precessional
dynamics occur due to spin wave generation, and an anisot-
ropy in the apparent damping was observed at the center of a
square Ni81Fe19 element.4 The latter effect occurs because
the nature of the mode spectrum changes as the orientation
of the static field is varied, leading to different dephasing
behavior. In a rectangular element the presence of a fourfold
configurational anisotropy has been known for some time.5,6

This is associated with the gradual variation of the initial
magnetization from a ‘‘flower state’’ to a ‘‘leaf state’’ as the
applied magnetic field is rotated from an edge towards a
diagonal of the rectangle. A fourfold anisotropy has been
observed by various techniques4–6 and is believed to depend
upon the aspect~width/thickness! ratio of the measured
element.5,6 Here, we have employed time-resolved scanning
Kerr effect microscopy to study the dependence of the con-
figurational anisotropy and apparent damping upon the shape
and aspect ratio. The time-dependent Kerr rotation may be
used to investigate the damping and detect the presence of
nonuniform resonant modes. Time-resolved images provide a
means by which to visualize the spatial nature of the modes
and understand the underlying mechanism of the apparent
damping. Micromagnetic simulations have been used to un-
derstand the experimental results.

A series of square Ni81Fe19 elements and one circular
Ni81Fe19 element were studied. The circle~S1, aspect ratio
567) and the first square~S2, aspect ratio567) had 10mm
width and 150 nm thickness, while the other three squares
had widths of 10mm ~S3, aspect ratio5454), 7 mm ~S4,

aspect ratio5318), and 5mm ~S5, aspect ratio5227) and 22
nm thickness. Pump-probe measurements were performed
with a time-resolved scanning Kerr effect microscope7 at a
wavelength of 790 nm. The instantaneous out of plane mag-
netization component was probed by means of the polar
magneto-optical Kerr effect. A pulsed field with 40 ps rise
time and peak amplitude of about 30 Oe~S1 and S2! or 40
Oe ~S3–S5! was generated by a photoconductive switch and
delivered to the sample by either a coplanar stripline or a
coplanar waveguide structure made from Au on GaAs.
Samples S1 and S2 were fabricated on glass substrates and
placed face down on a coplanar stripline with track width
and separation of 30mm so as to experience an in-plane
pulsed field while being probed through the glass substrate.
Samples S3–S5 were deposited directly onto the 12mm wide
central conductor of a coplanar waveguide structure with a 9
mm track separation. Ni81Fe19 was deposited either by sput-
tering ~S1, S2! from a base pressure of 231027 Torr or by
evaporation~S3–S5! at a base pressure of 231026 Torr onto
a bilayer of patterned polymethylmethacrylate~PMMA! re-
sist. Samples S1 and S2 were capped by a 20 nm thick layer
of Al2O3 while samples S3–S5 were left uncapped. The
probe was focused to a submicron spot using a microscope
objective with ~numerical aperture! NA50.65 and the
sample was scanned under the probe spot to acquire time-
resolved images. A static fieldH of strengthH and orienta-
tion fH was applied in the sample plane.

Figure 1 shows typical measured time-dependent Kerr
rotations when the probe beam was focused at the center of
each element. Scans are shown forfH590° and 45° in each
panel. Measurements were performed in the field range 100
,H<500 Oe during which no significant variation of the
anisotropy field and apparent damping for a particular
sample was observed. Fast Fourier transform~FFT! power
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spectra were calculated from each time scan using a Welch
window function. The mode frequency was taken as the me-
dian of the half-height frequencies is plotted againstfH in
Fig. 2. Samples S2–S5 show a superposition of a fourfold,
twofold, and onefold variation withfH , with the fourfold
variation becoming weaker as the aspect ratio of the square
element increases. For S1 there is apparently no fourfold
variation but a twofold and a onefold variation are still ob-
served. The frequency vsfH data have been modeled by

solving the Landau-Lifshitz equation in the macrospin limit.4

The changing orientation of the time averaged pulsed field
relative toH is responsible for the onefold variation of the
frequency withfH .4 The simulated frequencies are shown as
the solid curves in Fig. 2. The values of the twofold uniaxial
anisotropy field were found to be about 2–3 Oe for the
square elements and about 8 Oe for the circular element. The
values of the fourfold anisotropy field (HK4) were 33 Oe for
S2, 7.5 Oe for S3, 9 Oe for S4, and 11 Oe for S5 as shown in
the inset in Fig. 2. The easy axes of the fourfold anisotropy
were parallel to the edges of the element. The decrease in the
fourfold anisotropy field with increasing aspect ratio is in
agreement with a previous report.6 The values of theg factor
and 4pM demagnetizing field used in the simulations were
2.1 and 10.8 kOe, respectively, for S1 and S2, and 2.0 and
5.7 kOe, respectively, for S3–S5. The reduction of 4pM for
the uncapped thinner samples may be the result of either
partial oxidation or a deviation from the intended alloy com-
position. However we do not expect this to affect our con-
clusions about the influence of the shape and aspect ratio
upon the configurational anisotropy and variations in the ap-
parent damping within a particular element.

ComparingfH590° and 45°, S1 shows almost no dif-
ference in the apparent damping while S2 shows a clear an-
isotropy, suggesting that the effect is related to the shape of
the element. However to investigate whether the aspect ratio
of a square element has any influence, we consider the time-
dependent Kerr rotation obtained from each square element.
S3 and S4~aspect ratio 454 and 318! show no significant
anisotropy, S5~aspect ratio5227) shows a small anisotropy
which then becomes much stronger in S2~aspect ratio
567).

Micromagnetic simulations were performed with the
OOMMF software,8 using the parameter values deduced from
the data shown in Fig. 2. The elements were divided into
two-dimensional square cells with width varying from 10 nm
to 40 nm. The simulations were performed with a pulsed
field of 40 ps rise time while the magnitudes of the static and
pulsed fields were similar to those used in the experiment.
The simulated response was found to lie in the linear regime
in all cases. The time-dependent magnetization was spatially

FIG. 3. The simulated out of plane component of magnetization is shown
for samples S1, S2, S3, S4, and S5 forfH590° and 45°. The right hand
panels show the corresponding FFT power spectra.

FIG. 1. ~a! The experimental geometry is shown.~b! The measured time-
dependent Kerr rotations are shown for samples S1–S5 atfH590° and 45°.
The right hand panels show the corresponding FFT spectra.

FIG. 2. Experimental~points! and simulated~curves! frequencies are plotted
as a function of the anglefH . The experimental geometry is as shown in
Fig. 1~a!. The inset shows the variation of the fourfold anisotropy field
(HK4) with aspect ratio.
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averaged over a 0.8mm square mask, of comparable area to
that of the focused probe spot, placed at the center of the
element. Figure 3 shows the time dependence of the out of
plane component of the magnetization forfH590° and 45°.
A significant anisotropy in the apparent damping is observed
for S2 and S5 but not for S1, S3, and S4, demonstrating that
the anisotropy in the apparent damping increases with de-
creasing aspect ratio, as observed in the experiment. For
S3–S5 the apparent damping in the measurement is gener-
ally greater than that in the simulation. This suggests that the
mechanism responsible for the reduced value of 4pM also
leads to an increase in the intrinsic damping.

Time-resolved images of the magnetization were ac-
quired to understand why the damping appears to be aniso-
tropic, and how it depends on aspect ratio in square ele-
ments. Experimental images from S2, S3, S4, and S5 are
shown in Figs. 4~b–e!. The gray scale represents the out of
plane component of magnetization. Figure 4~b! shows the
presence of nonuniformity in S2 in both geometries but
fringes appear from different regions and their distribution is
different in the two geometries. The anisotropy in the appar-
ent damping in this sample can be understood in terms of

dephasing of confined magnetostatic spin wave modes with
wave vector parallel to the static field. For S3 the preces-
sional motion is spatially uniform for both geometries while
for S4 small nonuniform regions appear at the edges and the
corners forfH590° and 45°, respectively, leaving the cen-
tral part of the sample spatially uniform. The images for S5
show fringes that are well defined but fewer than in S2. The
number of fringes observed within a particular element indi-
cates the extent of the dephasing of the excited modes. As-
suming that the wavelengths of the allowed modes scale with
the length of the element, and that their frequency depends
upon the ratio of the wavelength to the thickness of the
element,9 then the difference in frequency of successive
modes, and hence the dephasing time, would be expected to
depend upon the aspect ratio of the element as we observe.

In conclusion we have investigated the dependence of
fourfold magnetic anisotropy and an anisotropy of the appar-
ent damping upon shape and aspect ratio in micron sized
Ni81Fe19 elements. The circular element showed no fourfold
anisotropy or anisotropic damping, while all the square ele-
ments showed fourfold anisotropy and in some cases also an
anisotropic damping. The fourfold anisotropy field and the
anisotropy in the apparent damping increase with decreasing
aspect ratio. The anisotropy in the apparent damping in-
creases with the number of fringes observed within the ele-
ment. The number of fringes is related to the time taken for
the excited mode spectrum to dephase which is in turn de-
termined by the aspect ratio of the element.
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FIG. 4. The time-resolved Kerr images~b! obtained in the geometries~a!
are shown for S2, H5155 Oe; S3, H5471 Oe; S4, H5471 Oe; and S5,
H5324 Oe. The delay times are shown under each image.
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