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Abstract: Synthetic mooring lines are becoming a popular alternative to conventional chain mooring 
systems. For marine renewable energy devices, they have been considered as an enabling 
technology for this nascent sector, given their reduced costs and ease of deployment. However, the 
extreme operating environment has led to an increased interest in the ‘in-situ’ condition monitoring 
of these mooring lines. This paper considers the use of polymer fibre optic technology and the 
optical time domain reflectometry (OTDR) technique for the condition monitoring of synthetic 
mooring lines. To establish the operating envelope of the fibres, Polymethylmethacrylate (PMMA) 
polymer optical fibres are mechanically tested. Additionally, an OTDR is used to monitor fibres 
whilst under elongation using a tensile test machine, and the sensitivity of the system in monitoring 
strain is established. At the lowest strain rate, the average proportional limit and yield points of the 
fibres are found at 1.16% strain and 5.41% strain, respectively. Fatigue exposure of fibres up to 1.25% 
strain identifies no measurable effect on fibres’ proportional limit or yield point. The occurrence of 
significant creep is identified for fibres strained beyond 1.5%. The OTDR system is able to identify 
strains at and above 4%. The study identifies important criteria that should be considered in the 
integration of polymer optical fibres for mooring applications. Limitations are discussed and 
suggestions for progressing this technology are provided. 

Keywords: synthetic mooring system; condition monitoring; polymer optical fibre; PMMA; OTDR; 
reliability. 

 

1. Introduction 

1.1. Synthetic Rope Mooring Systems 

For the bourgeoning marine renewable energy sector, driving down costs and improving 
reliability are key to establishing a successful market. Replacing expensive chain mooring systems 
with synthetic mooring lines has been identified as one such shift that could enable these changes [1]. 
In comparison to conventional mooring chains, they are cheaper, lighter, introduce more compliance 
into the system and are easier to deploy [2]. 

Whilst the use of synthetic mooring systems is also being promoted in the oil and gas sector, the 
requirements for marine renewable energy devices (MREs) are notably different. Predominantly, the 
difference lies in the motion required for MREs to generate energy without creating excessive 
mooring loads, as described by [3]. Compliance can be introduced into the system via mooring system 
architecture or by increasing the compliance of the individual mooring elements. Polyester ropes 
with breaking strains in excess of 12% [1] have been used for offshore platforms for approximately 
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20 years [2], and work to promote nylon ropes, with breaking strains exceeding 20% [1], is ongoing 
[4]. However, the existing non-destructive testing (NDT) methods employed for wire ropes or chain 
moorings [5] cannot be utilised with fibre ropes and, given the challenging and highly dynamic 
environment of many MRE installations, this has led to an increased interest in novel ‘in-situ’ 
condition monitoring approaches for mooring ropes. Some early pioneers of condition monitoring in 
ropes, [6], set out key requirements that such a condition monitoring system should attain. These 
include the capability to measure strain up to 10% at a 0.1% resolution and the ability to be integrated 
into a rope over 300 m long. A review of potential methods investigated for this monitoring 
application is detailed in [7] and includes magnetic techniques, electrical conductive methods, 
computed tomography, thermography, acoustic emission monitoring and fibre optics—the focus of 
the work presented here.  

1.2. Condition Monitoring Using Optical Fibres 

Optical fibres have been used for some time in the health monitoring of quasi-static structures 
such as bridges, buildings and dams [8]. Due to the minimal movement of these structures, silica fibre 
(also known as glass fibre), has been appropriate for these applications. Whilst silica fibre has been 
too fragile for more dynamic applications, such as MRE moorings, advances in polymer optical fibre 
technology are opening up these potential markets. The benefits of polymer optical fibres (POFs) 
include improved fracture resistance and durability [9,10]; higher operational strain range in 
comparison to silica fibre, which is limited to 1% [11]; a lower Young’s Modulus, with PMMA 2.5–
3.3 GPa in comparison to 72 GPa for silica; and low cost [12]. They have also been shown to have 
higher sensitivity to the strain measurement in large strain applications (14% higher sensitivity than 
a comparable silica optical fibre [13]). The major drawback of POFs is their increased attenuation in 
comparison to silica fibre; this has limited the application distance. Improvements in manufacturing 
technology are continuously reducing the attenuation of POFs but it is still significantly below that 
of silica fibre. Novel polymer materials such as perfluorocarbon-based fibres have achieved very low 
attenuation, allowing signals to travel beyond 500 m [6], a significant improvement compared to 
conventional PMMA POFs, which are limited to about 100 m [11], but still a long way from the 
distances achieved with silica fibre of over 10 km [14]. 

Given the improved mechanical properties achieved with POFs, several research projects have 
investigated the use of these fibres for condition monitoring in higher strain applications, including 
[13–16], and even within mooring ropes [6]. These studies have established the use of the optical time 
domain reflectometry (OTDR) technique to detect a strained section of the POF through a change in 
the backscatter of the optical signal. Whist these studies have evidenced the potential to measure 
strain, combining that information with the mechanical properties of the polymer fibre and the 
operational requirements of a mooring rope is crucial to developing a successful condition 
monitoring system, and provides the focus of the work reported here. 

1.3. Paper Outline 

This paper seeks to assess the appropriateness of off-the-shelf PMMA for use with the OTDR 
technique in the condition-monitoring of synthetic fibre ropes in the operating envelope envisaged 
for MRE applications. Initially, the mechanical properties of the PMMA fibre are investigated, 
including the proportional limit, yield point, creep and fatigue response. The OTDR technique is then 
utilised to measure strain in the fibre. The results from these two investigations are compared to 
review the potential of a PMMA OTDR strain-monitoring system for MRE mooring systems. 

2. Materials and Methods  

To utilise the POFs in a strain monitoring application, the first step of this work established the 
mechanical operating envelope of the fibres; the method for this is detailed in Section 2.1. The second 
step was to ascertain the capability of the OTDR strain measurement instrumentation; the method 
for this is detailed in Section 2.2. The polymer optical fibre under investigation in all these studies is 
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a multi-mode, 1 mm poly methyl methacrylate fibre (PMMA), manufactured by Mitsubishi. The 
properties of the fibre supplied by the manufacturer are detailed in Table 1. 

Table 1. Poly methyl methacrylate (PMMA) fibre specification. 

Specification PMMA Fibre 
Core material Poly methyl methacrylate 

Cladding Fluorinated polymer 
Jacket None 

Min bend radius (loss increment < 0.5 dB at quarter bend) 
Tensile strength (tensile force at 5% strain) 

25 mm 
65 N 

Core diameter (min/typical/max) 920/980/1040 µm 
Cladding diameter (min/typical/max) 940/1000/1060 µm 

2.1. Establishing the Mechanical Operating Envelope 

A typical stress-strain graph for POFs is provided by [17] and summarised in Figure 1. 

 
Figure 1. Typical stress-strain graph of a polymer optical fibre. Summarized from [17]. 

The first step of this work was to identify the proportional limit and yield point for the fibres 
under investigation. Once these were established, creep testing and fatigue testing were conducted 
to understand the usable range of these fibres. Although general consensus seems to be that the fibres 
behave elastically up to the yield point (as suggested in [17] and shown in Figure 1), it was important 
to confirm this experimentally for the specific PMMA fibres under investigation. 

2.1.1. Test Configuration 

Bare PMMA fibres were used and, to avoid any crushing of the fibres in the test set up, a collet 
was designed that allowed the fibres to be ‘potted’ in an epoxy resin; this is detailed in Figure 2. Mold 
release was used during the potting process and, once cured, the epoxy plugs were released from the 
mold. Two pairs of collets were then used to secure the fibres in the tensile test machine using small 
dee shackles. A Lloyd EZ20 tensile test machine was utilised for the testing and was set to record the 
load, extension, stress and strain at a 10 Hz sampling frequency. A target gauge length of 200 mm for 
each sample was specified and for each test parameter, a minimum of three successful test runs were 
performed. 
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Figure 2. Collet design cutaway: dual-purpose design for both potting epoxy plugs onto fibre optics 
and securing fibre optics into tensile test machine for mechanical testing. 

2.1.2. Tension Testing 

Initially, three strain rates were investigated with a 1 mm fibre diameter to select the most 
appropriate one to complete the full suite of tests. A range of strain rates have been investigated by 
others, ranging 0.005–3.05 strain/min [18,19]. For this work, strain rates representative of the potential 
strains in a WEC mooring system were specified. Based on data from the South West Mooring Test 
Facility (SWMTF) [20] typical strain rates of 0.25–2.5 strain/min were investigated. 

For each experiment, the proportional limit and yield point for the fibre is defined as follows: 
• Proportional limit: Established by conducting a least squares regression to calculate the 

coefficient of determination (R2). An R2 value of 0.999 is required to consider the data ‘linear’. 
Once R2 value drops below 0.999, the data is no longer considered linear; 

• Yield point: The point at which peak stress is observed before strain softening commences. 

2.1.3. Creep Testing 

Any functional condition-monitoring system will be required to hold a given strain over a period 
of time without deteriorating in functionality. Given the significant difference in strain observed 
between the proportional limit and yield point in the POFs, understanding the strain limit before 
significant creep occurs is important for a functional monitoring system. This series tests investigated 
the creep at a range of strains, from proportional limit up to the yield point.  

The Lloyd EZ20 tensile test machine was load-driven at a strain rate of 0.25/min to a specified 
load and held at this load for 1 hour. Measurements of the sample were taken before and after the 
creep test to record any permanent deformation. If the sample survived the creep test, it was then 
subjected to a tensile test to failure. The tensile test to failure started from the same extension and 
load datum as the creep test. The proportional limit and yield point for the post-creep samples subject 
to tensile tests were calculated for comparison with the virgin samples. At each load level identified, 
a minimum of three tests were conducted.  

2.1.4. Fatigue Testing 

To achieve the successful condition monitoring of mooring lines, the optical fibres were 
subjected to repeated extension cycles with the movement of the floating body. The fatigue response 
of the fibres should therefore be investigated at the anticipated working extensions. Given the results 
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of the tensile and creep testing, a fatigue testing regime of 1000 cycles at extensions of 1%, 1.25%, 1.5% 
and 1.75% strain was conducted as a preliminary investigation into the effect of fatigue-loading on 
the polymer fibres. The Lloyd EZ20 tensile test machine was driven in displacement mode at a rate 
of 50 mm/min (corresponding to a strain of 0.25/min), with the exact strain for each test calculated 
from the gauge length of each sample (gauge length target value of 200 mm). Three samples were 
tested at each strain level specified.  

Following the fatigue cycles, the fibres were subjected to tensile tests to failure, as outlined 
above. 

2.2. Optical Time Domain Reflectometer Investigation 

Optical time domain reflectometers (or OTDRs) operate by transmitting a laser down the optical 
fibre as a short optical pulse [14]. As the light travels down the fibre, Rayleigh scattering of the light 
causes a continuous backscattering reflection [21]. Some of this reflected signal travels back down the 
fibre optic to the OTDR and is recorded as a function of time, providing a record of the attenuation 
along the fibre. Different ‘events’ along the fibre, such as a connection face, crack, bend or end of the 
fibre, will create measurable changes in the reflected signal [22]. Knowing the speed of travel of the 
light pulse, the OTDR calculates the distance along the fibre of a specific event using the following 
equation (1) [22] 𝐷𝑖𝑠𝑡𝑎𝑛𝑐𝑒 =  𝑚𝑒𝑎𝑠𝑢𝑟𝑒𝑑 𝑡𝑖𝑚𝑒 ×  𝑠𝑝𝑒𝑒𝑑 𝑜𝑓 𝑙𝑖𝑔ℎ𝑡 𝑖𝑛 𝑣𝑎𝑐𝑢𝑢𝑚𝑟𝑒𝑓𝑟𝑎𝑐𝑡𝑖𝑣𝑒 𝑖𝑛𝑑𝑒𝑥 𝑜𝑓 𝑓𝑖𝑏𝑟𝑒  (1) 

As previously discussed, the OTDR technique has been trialled by others with POFs fibres to 
monitor the strain exposure of a fibre [11,14,16,23,24]. Strained sections of fibre increase the 
backscatter in the signal, and the location of the strain can be identified as discussed above. 

To establish the limits of the strain measurement in the PMMA fibre under investigation here, a 
series of trials were established. 

2.2.1. Test Configuration 

The signal measured by an OTDR is sensitive to the end effects of a fibre and is also inaccurate 
in the first 10 m of fibre length. For this test, approximately 60 m of the PMMA fibre was utilised to 
avoid these issues; the strain testing was conducted 49 m from the OTDR connection point. As 
described before, the collets were used to form plugs of epoxy resin and also for connection into the 
tensile test machine. For this testing, to facilitate connection into the OTDR, a plug was formed at 
either end of a 200 mm gauge length at approximately 49 m along the fibre. The collet was designed 
to ensure the minimum bend radius of the POF was respected as it exited the collet. The formed plug 
and connection into the tensile test machine are detailed in Figure 3. 

  
(a) (b) 

Figure 3. Collet in use for forming epoxy plug (a) and in the tensile test machine (b). 

The 60 m fibre under test was connected to the OTDR via an optical coupler. Matching gel was 
used on the face of the paired fibres to ensure a good connection and to minimise any Fresnel 
Reflection. This is a loss in the signal, which can occur when light travelling down a fibre optic 
encounters a material of different density (such as the air gap between two connecting fibres). 
Applying a matching gel minimises the loss at the connection, which can be up to 4% [25]. As the 
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fibre was un-jacketed, a blackout cloth was placed over all the equipment to ensure no light could 
penetrate the fibre. A series of sensitivity tests revealed the importance of ensuring a complete 
blackout of light for recording consistent results. 

A Hounsfield H20K-W tensile test machine was used, and the 200 mm gauge length was 
extended in increments, as specified in Table 2, up to 160 mm. At each displacement step, the load 
reading was noted and an OTDR scan of the fibre was performed. The OTDR returned a datapoint at 
10 mm intervals and the noise was removed from the signal using a ‘movingmean’ function and 
taking the moving average of 100 data points.  

Table 2. Specified increments for optical time domain reflectometry (OTDR) testing. 

Displacement Range Displacement Increment Equivalent Strain Increment 
0–9 mm 0.2 mm 0.1% 
9–30 mm 0.5 mm 0.25% 

30–50 mm 1 mm 0.5% 
50–160 mm 5 mm 2.5% 

3. Results 

3.1. Establishing the Operating Envelope 

3.1.1. Proportional Limit and Yield Point 

PMMA samples were tested to failure and results analysed, as outlined in Method Section 2.1.2. 
Figure 4 details a typical stress–strain plot observed for three identical test routines, whilst Figure 5 
demonstrates the identification of the limit of proportionality, utilising a least squares regression 
analysis. 

 
Figure 4. Typical stress-strain plot for three samples of 1 mm PMMA fibre tested to failure at a strain 
rate of 0.25/min (crosshead travel 50 mm/min). Note early failure of Sample 2. 
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Figure 5. Example of identification of yield point and proportional limit using least squares regression 
analysis (assumed to be the data that represents a coefficient of determination R2 = 0.999 or greater). 

Average yield and proportional limits were calculated for each strain rate and are detailed in 
Table 3. 

Table 3. Average results from a minimum of three samples at each strain rate. 

Strain Rate 

Proportional Limit Yield Point 
Average 

Load 
(N) 

Average 
Stress 
(MPa) 

Average 
Strain 

(%) 

Average 
Load 
(N) 

Average 
Stress 
(MPa) 

Average 
Strain 

(%) 
SR1: 0.25 /min 
(50 mm/min) 

30.93 39.38 1.16 67.88 86.43 5.41 

SR2: 0.5 /min 
(100 mm/min) 34.44 43.85 1.29 71.92 91.57 5.81 

SR3: 1 /min 
(200 mm/min) 32.74 41.69 1.22 74.13 94.38 5.61 

SR4: 2.5 /min 
(500 mm/min) 

44.31 56.42 1.66 80.78 102.86 5.57 

To evaluate the impact of strain rate on strain result at proportional limit and yield point, and to 
demonstrate the spread in the results, Figure 6 has been included. The error bars in this figure 
represent the sample standard deviation and demonstrate that, whilst there is some spread in the 
yield point of the samples, the proportional limit is very repeatable between samples. At the lower 
three strain rates tested, the strain rate does not appear to significantly affect the proportional limit 
or yield point of the samples. At the highest strain rate of 2.5/min, the strain at proportional limit is 
slightly elevated, but the strain at yield point is within the range of the results at lower strain rates. 
Statistical methods could be used to investigate whether the data spread is due to stochastic reasons 
or caused by a specific trend. However, given that, in a practical application, the strain rate will vary 
between the rates tested, to ensure a precautionary approach, the lowest strain rate will be used going 
forward, as this resulted in the lowest average strain at the proportional limit and yield point. 



J. Mar. Sci. Eng. 2020, 8, 103 8 of 19 

 

 
Figure 6. Impact of strain rate on proportional limit and yield point. Each datapoint represents the 
average of three results, error bars represent sample standard deviation. 

3.1.2. Creep Investigations 

The tensile tests above were used to identify appropriate load levels at which to conduct the 
creep investigations. Figure 7 highlights the load levels, specified in relation to the approximate 
proportional limit and yield point of the fibres.  

 
Figure 7. Identification of load levels for creep tests on a typical load/strain plot for a 1 mm PMMA 
fibre strained at 0.25 strain/min. 

A higher load level of 65 N was initially trialled; however, the sample immediately extended 
over 50% in just 90 seconds and failed. This load was clearly too high so a reduced load of 60 N was 
specified for the highest load level. A typical strain plot for the tested loads is detailed in Figure 8. 
The samples held at 60 N and 55 N failed early on in the test, however, the lower loads (30 N–50 N) 
were maintained for the full hour, although some with significant creep.  For those fibres that 
survived the full creep test, the average rate of creep for the test is detailed in Figure 9, and the 
permanent strain measured following the removal of the load after the 1 hour test is detailed in Figure 
10. 
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Figure 8. Strain observed in PMMA fibres held at specified load level for 1 h. 

 
Figure 9. Average rate of creep at each load level for PMMA fibres. Three samples tested for each 
datapoint; error bars indicate sample standard deviation. 

 
Figure 10. Permanent strain following removal of load after 1 h held at specified load level. 

Following the creep tests, any fibres that survived were then subjected to a tensile test to failure 
to observe any impact the prolonged period of load may have on the stress and strain at the 
proportional limit and yield point. To quantify any lasting effect of the creep tests on the mechanical 
properties of the surviving POF fibres, Figure 11 details the impact of the creep test load level on the 
strain at the proportional limit and the strain at the yield point and compares this to virgin fibre. 
Figure 12 details the impact of the creep test load level on the stress at proportional limit and the 
stress at the yield point; again this is compared to virgin fibre. 
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Figure 11. Average strain at LoP (proportional limit) and yield for fibres following creep tests 
exposing fibres to a fixed load for 1 h. Each point is average of three results, and error bars represent 
sample standard deviation. Virgin fibre data are included for comparison. 

 
Figure 12. Average stress at proportional limit (LoP) and yield for fibres following creep tests 
exposing fibres to a fixed load for 1 hour. Each point is the average of three results, and error bars 
represent sample standard deviation. Virgin fibre data are included for comparison. 

3.1.3. Fatigue Investigations 

All the POF samples survived the 1000 fatigue cycle testing regime at strains of 1%, 1.25%, 1.5% 
and 1.75%. To observe any change in fibre properties throughout the fatigue cycling, an analysis of 
the stress–strain plot at evolving cycle numbers was conducted. No significant change was observed 
at any of the strain levels. Figure 13a,b details examples of this analysis for the 1% and 1.75% strain 
fatigue testing, respectively. For both plots, it is easy to distinguish Cycle 1 but the remaining cycles 
are very repetitive, which demonstrates limited change in the properties of the fibre throughout the 
test. The change observed between Cycle 1 and the other cycles is due to the Mullins Effect [26], which 
is observed when a polymer is first exposed to a tension or compression load and is characterised by 
the permanent softening of the stress–strain curve.  
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Figure 13. Stress–strain plot at selected cycles from fatigue testing at (a) 1% strain and (b) 1.75% strain. 
1000 fatigue cycles conducted; selected cycles plotted here to identify any change in the POF 
properties. 

Following the fatigue tests, the samples were strained to failure in a simple tension test. The 
proportional limit and yield point of each fibre was then calculated and compared to virgin fibres to 
observe any permanent change in the samples. The results of these tests are shown in Figure 14 
(proportional limit) and Figure 15 (yield point). These results demonstrate that the 1% and 1.25% 
strain fatigue testing had no measurable effect on the proportional limit, but the 1.5% and 1.75% strain 
fatigue testing marginally increased the stress at the proportional limit by 7% and 8% respectively, 
and significantly increased the strain at the proportional limit by 19% and 22% respectively, 
demonstrating permanent damage to the fibre. 

 
Figure 14. Stress and strain values calculated at the proportional limit during a tensile test following 
a 1000 cycle fatigue testing regime at the specified strain. Datapoints are the average of three test 
samples and error bars represent sample standard deviation. 

Regarding any observed changes in the yield point of the fibres, although there is some variation, 
there is no evidence of a clear trend observed following the fatigue tests. 

(a) (b) 

(MPa) (MPa) 
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Figure 15. Stress and strain values calculated at the yield point during a tensile test following a 1000 
cycle fatigue testing regime at the specified strain. Datapoints are the average of three test samples 
and error bars represent sample standard deviation. 

3.2. Optical Time Domain Reflectometer Results 

The full suite of OTDR measurements were taken and analysed. Figure 16 details the full OTDR 
signal when the gauge length was strained at the maximum strain of 80%. Key features of the signal 
trace have been highlighted for information.  

 
Figure 16. Full OTDR plot detailing gauge length strained at 80%. Key events are highlighted. 

In order to investigate the impact of increasing strain on the measured signal, a range of different 
strain values, varying from 5% to 80%, at regular intervals of 5%, are plotted in Figure 17. An interval 
of 5% was selected, in order to identify each strain level in the data. However, whilst strain levels 
from 5%–20% are readily identifiable, there is considerable overlap in the range of 30–50% strain, 
before the signals separate out again from 60–80% strain. Following the peak in signal at the fibre 
section under strain, there is also an evident drop in the measured loss following the strained section. 
The higher the applied strain, the larger the drop in loss measured. 



J. Mar. Sci. Eng. 2020, 8, 103 13 of 19 

 

 
Figure 17. OTDR signal at high strain intervals from 5% to 80% strain. 

It is interesting to observe the clear change in OTDR signal from these high strain values, 
however, considering the observed mechanical properties of the PMMA fibre, the fibre has been 
extended beyond its proportional limit at these strains. In order to further investigate the measured 
signal within this region (< 5%), a detailed review of the signal at lower strains is therefore provided 
in Figure 18, with a reduced interval of 1%. 

 
Figure 18. OTDR signal at low strain intervals from 1% to 5% strain. 

Reviewing Figure 18, the section of fibre between 50–52 m, strained at 4% and 5%, can be 
marginally identified from the noise in the signal, but strains lower than this are unidentifiable from 
the general noise. 

The data used to generate all the graphs presented in the results section has been included as 
supplementary data alongside this publication. See the Supplementary Materials section at the end 
of the paper. 
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4. Discussion 

This work initially established the mechanical operating envelope of the 1 mm PMMA fibres. 
The average yield point and proportional limits of the fibres were identified at a range of strain rates 
representing potential operational requirements. The lowest strain rate of 0.25 strain/min resulted in 
the lowest strains at these points and, in agreement with [19], the lowest stresses. The lower strain 
rate was therefore used for subsequent tests to represent the most conservative values for an 
operating system. In relation to the manufacturer properties detailed in Table 1, the average force at 
5% strain from these tests was 67.8 N, representing good agreement with the manufacturer’s data, 
which states 65 N. At the lowest strain rate, the average proportional limit of the fibres was 1.16%, 
which is less than a quarter of the average strain at the yield point (5.41%). Despite much of the 
existing literature on polymer fibres only referencing to the yield point [9,16,19], the significant 
difference observed here between the proportional limit and yield point warranted further 
investigation. A series of creep and fatigue tests were conducted in the range of these values. 

Creep tests at all load levels investigated demonstrated a certain amount of creep and permanent 
deformation but, crucially, they demonstrated that, at loads well below the yield point, the PMMA 
fibre exhibits significant creep and would be un-usable. This work suggests that 35 N or 40 N could 
be an appropriate maximum load limit (corresponding to a maximum strain limit of 1.3% and 1.56%, 
respectively, at the lowest strain rate discussed). At 40 N, the average rate of creep is 0.0714 mm/min 
and the average permanent extension is just under 1% (0.92%). If the maximum load was further 
limited to 35 N, the corresponding average rate of creep is 0.0362 mm/min, with an average 
permanent extension less than 0.5% strain (0.438%). This viscoelastic nature of the PMMA fibres is 
also highlighted by [12] and [27] as a potential issue for any long-term strain-sensing application. 

Fatigue testing of 1000 cycles at strains ranging from 1 % to 1.75% strain was also conducted. 
During the fatigue testing, at all strain levels, no significant change in the stress–strain behaviour of 
the fibres was observed (despite the level of strain going beyond the maximum strain limit, identified 
by the creep tests above). This suggests that longer term exposure to strain is more damaging to the 
fibres than the short strain cycles conducted in fatigue testing at 0.25 strain/min. Following the fatigue 
tests, tensile failure tests were conducted on the exposed fibres to establish whether there was any 
permanent damage. No measurable difference was found on the fibres fatigued at 1% and 1.25% 
strain, however, the fibres fatigued at 1.5% and 1.75% demonstrated, on average, a 19% and 22% 
reduction in the strain at proportional limits, respectively. This suggests that some permanent 
damage has occurred and, as such, it is recommended that fatigue cycling of the fibres should be 
limited to a maximum of 1.25% strain. Further fatigue investigations should be conducted between 
1.25% and 1.5% strain to refine this estimate. 

Following the identification of the mechanical envelope of the PMMA fibre, investigations 
utilising the OTDR clearly demonstrated the principle of using this technology to identify strain in 
the polymer fibres. A clear peak in backscatter signal could be identified for strains exceeding 4%. At 
strains lower than this, it is difficult to identify a change in signal from the general noise. As a 
continuous condition monitoring system would have to use an automated system to identify any 
signal peak (such as a photon counting method, as proposed by [14]), it is unlikely that any such 
automation could identify anything below 4% strain. Indeed, it may be the permanent deformation 
of the PMMA fibre itself that leads to the observed change in backscatter. The physical permanent 
change in the material may alter the reflective properties at the strained point in the fibre, and thereby 
create the observed peak. 

The results from this study are summarised in graphical form in Figure 19, which also includes 
the working range of two typical synthetic mooring ropes for comparison. The graphic demonstrates 
that the PMMA fibres cannot be used beyond approximately 1.3% strain, however, the OTDR 
measurement is not able to identify any strain below 4%. This results in an incompatible system for 
long term monitoring, whereby, at the point at which the PMMA fibre can identify any strain, it will 
have suffered permanent damage. The system could be used as an ‘alarm system’ identifying a 
threshold breech, but it could not be used for continuous condition monitoring.  
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Figure 19. Summary graphic detailing the useable range of synthetic mooring ropes alongside the 
results from this study. Green indicates a working range, yellow an unknown/borderline range and 
red an unusable range. * Tensile results for strain rate of 0.25 strain/min. 

To overcome this system incompatibility, either the POF material properties should be improved 
to increase the strain before permanent deformation occurs, or the measurement technique should be 
improved to identify strains occurring at lower levels. The following will discuss the research in these 
areas. 

The manufacturing process of PMMA fibres has a significant effect on fibre properties. Research 
by [19,28] and [9] demonstrate that the drawing temperature, the annealing process and the 
concentration of doping dye DR1 can all significantly affect the mechanical strength and strain of the 
fibres. Jiang et al. [19] suggest that fabrication parameters effect the molecular alignment of the fibres, 
and these should therefore be optimised in order to produce a material with the desired strength and 
extension properties. The pre-tensioning of polymer fibres is also shown to improve mechanical 
properties, including tensile strength, modulus and toughness [28]. Given the fairly niche application 
of POFs for monitoring strain in fibre ropes, this research highlights the need to work closely with a 
fibre manufacturer in order to optimise the fibres for this specific purpose. 

This paper has focused on PMMA, however, other polymer fibres are being developed that may 
have advantageous properties. Smith and Williams [6] consider the use of a perfluorocarbon-based 
polymer optical fibre which has the advantage of very low attenuation (0.03 dB/m at 850 nm, in 
comparison to 2 dB/m at 850 nm for PMMA). This low attenuation means that signals can travel 
beyond 500 m, significantly further than in PMMA, which is limited to about 100 m [11]. One fibre 
could therefore be used to monitor long distances and potentially multiple mooring limbs. 
Additionally, the properties of the fibre allow an improved spatial resolution of up to 10 cm. The 
perfluorocarbon fibre is shown to work as a strain measurement technique using the OTDR approach 
to identify correlations with strains as low as 0.5% [6]. Further work on this type of fibre is conducted 
by [11], who use the OTDR technique to identify strains from 1.8%–100% in a poly 
(perfluorobutenylvinylether) fibre, known commercially as Cytop. Additionally, [11] also develop an 
Optical Frequency Domain Reflectometry (OFDR) approach to measure the fibre backscatter and 
suggest this approach has a higher resolution, and is quicker and more cost effective than the 
standard OTDR technique. Despite the potential benefits of this fibre, limited information is available 
on the mechanical properties, though [6] note that it appears to be approaching plastic deformation 
at around 7% strain. Further work is certainly required to establish the working mechanical envelope 
of this fibre. 

In addition to altering the POF materials, alternative measurement techniques should also be 
considered. A development of the OTDR technique is discussed by [6], who propose inserting 
‘physical interferences’ at known points along a POF. The OTDR scan can then be used to measure 
the distance between these physical interferences and any subsequent change in this distance. The 
paper suggests this technique has been used to measure strains of 0.1% over a 33 foot gauge length 
[6]. 
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Another measurement technique that works along these principles is considered by [9], who 
investigate the potential of Fibre Braggs Gratings (FBG). A thorough explanation of this technique is 
provided by [7] and, whilst being well established for silica fibre, it is an emerging technology with 
POFs [29–32]. A Bragg Grating structure is inscribed into the optical fibre using ultraviolet light [10], 
a broadband light source is launched down the fibre, and an optical spectrum analyser is used to 
monitor the reflection spectra and identify the fibre Bragg wavelength peak. Upon straining, this 
wavelength peak shifts, and the shift in wavelength is directly correlated to strain. Webb [9] uses this 
technique to identify correlations from 0.05% strain upwards. 

Although the approaches discussed above allow lower strains to be identified in POFs, the 
operating strains of synthetic fibre ropes are still significantly higher than the useable operating 
envelope of PMMA fibres. To avoid excessive strains in the fibre optic altogether, [33] investigated 
three different prototypes during the development of the final proposed transducer design for use 
with glass fibres as part of the OSCAR project (Optical Scanning Apparatus for Ropes). The 
transducer system works by inserting a glass optical fibre into a loose, gel-filled tube which is 
installed around an inner core at a high helix angle. There is a threshold transducer elongation, up to 
which there is no elongation of the optical fibre (whilst the optical fibre shifts from the centre of each 
gel-filled tube to the wall). Once the fibre reaches the wall of the tube, further transducer elongation 
imparts elongation to the optical fibre. The helix angle and tube diameter determine the level of 
gearing, from transducer to optical fibre, and it would be possible to have a range of loose tube 
diameters to offer different inspection ranges. An even simpler design is proposed by [34], who wrap 
a fibre in a helix around the core within a rope structure, achieving a strain of 0.4% for a rope strain 
of 2.5% (a 1:6.25 ratio). Although these types of design overcome the issue of over-straining the 
PMMA fibres considered here, the fact that no signal can be observed by the OTDR until the PMMA 
fibre is permanently damaged remains, and so an alternative monitoring system would be required, 
as discussed above. O’Hear [33] adopts the Brillouin Scattering technique with the glass fibre 
transducer and are able to identify strains as low as 0.5%. This technique focuses on the Brillouin 
frequency shift when a fibre is under strain [35] however, concerns remain regarding the durability 
of silica fibre optics in such a challenging installation and operating environment.  

Some practical considerations on the application of POFs for monitoring strain in synthetic fibre 
ropes for MRE applications must also be discussed. PMMA has a tendency to absorb water, which 
will cause the fibre to swell and affect strain measurement [9,29,36]. A protective coating will 
therefore be required in any sub-sea measurement system to create a barrier between the water and 
the PMMA material. A detailed study into the reliability of silica fibre in subsea monitoring 
conditions is conducted by [37], and a similar assessment of polymer fibres is certainly required. 

In addition to strain, many other variables will also affect the signal of a POF, including but not 
limited to temperature and bending radius. Chen et al. [10] utilise the Bragg wavelength approach to 
clearly demonstrate a correlation between both curvature and temperature with the Bragg 
wavelength shift. The OTDR technique is used by [14] to demonstrate a change in backscatter signal 
from the strain, temperature, twist, and clamping of the fibre. This work reviews the specific change 
in signal, establishing whether an interference causes a peak in reflection or an increased loss of 
signal. Correctly attributing a change in signal to a specific operating variable in-situ is a significant 
challenge for this technology and needs further investigation. Some innovative approaches have been 
suggested to deal with this, such as Robertson and Luddon [34], who consider the effect of both strain 
and temperature. This work proposes the installation of two monitoring fibres for each application; 
one of which is installed within a protective tube and has some slack. The slack fibre can be used to 
account for the temperature shift, which can then be used to adjust the calculation for strain in the 
taught fibre. Although not a sub-sea application, a similar use of dummy optical fibres for 
temperature compensation and to monitor any long-term drift is also proposed by Brönnimann et al. 
[38]. In this monitoring application of a stay cable bridge, only three sensing fibres were adhered to 
the loaded wires to monitor strain, whilst four were used as dummies to enable temperature and drift 
compensation of the loaded results. 
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5. Conclusions 

Synthetic mooring systems have many benefits over conventional chain mooring systems and 
could prove a crucial enabling technology for the MRE sector. However, given the highly challenging 
operating environment, techniques for in situ monitoring of these ropes in real time are required. 
Improvements in the manufacture of POFs have reduced signal attenuation and led to the potential 
use of these fibres for the condition monitoring of mooring ropes. Despite demonstrating the 
principle of strain measurement using the OTDR technique, there has been limited research to date 
comparing the mechanical operating envelope of PMMA fibres with the sensitivity of the OTDR 
strain measurement technique and the operational requirements of a synthetic mooring system. 

This research has demonstrated that challenges still exist in progressing from initial material 
validations to practical applications in the field of condition monitoring for mooring lines. 
Off-the-shelf PMMA POF is not currently compatible with the OTDR technique for the on-going 
condition monitoring of synthetic fibre ropes. The disparity lies within the limitations of the 
mechanical operating envelope of PMMA fibre,which is limited to a maximum strain of less than 
1.5%, due to exceeding the proportional limit, significant creep and poor fatigue performance beyond 
this point. The OTDR system with the PMMA fibre is unable to identify strains under 4%, leading to 
an incompatibility in these two systems.  

Nonetheless, this study identifies important suggestions to overcome these issues and improve 
the technology. For instance, work with POF manufacturers to develop fibres specifically for the 
subsea, high-strain environment is proposed. Fibre-manufacturing processes should be optimised to 
improve fibre mechanical properties, and the potential of perfluorocarbon-based POFs should be 
progressed. Particular attention should be paid to the viscoelastic nature of the fibres and minimising 
creep. Work with POF manufacturers could also develop strain measurement techniques by 
introducing markers, or ‘physical interferences’, such as Fibre Bragg gratings, into the fibres, and 
monitoring the distance between prescribed markers, as suggested by [6]. 

Innovative approaches will be required to manufacture a subsea monitoring device that can 
differentiate between changes in signal due to strain, temperature, bend and other operational 
factors. Some potential approaches to this have been discussed and will need to be further developed 
going forward.  
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